
MISSISSIPPI DEPARTMENT OF TRANSPORTATION 
 
SPECIAL PROVISION NO. 907-720-2 CODE: (IS) 
 
DATE: 05/01/2013 
 
SUBJECT: Pavement Marking Materials 
 
Section 720, Pavement Marking Materials, of the 2004 Edition of the Mississippi Standard 
Specifications for Road and Bridge Construction is hereby amended as follows. 
 
907-720.01--Glass Beads.  After the first sentence of Subsection 720.01 on page 729, add the 
following. 
 
The glass beads shall contain no more than 200 ppm (mg/kg) total concentration for lead, 
arsenic, or antimony.  The manufacture shall furnish the Engineer with a certified test report 
indicating that the glass beads meet the above requirement. 
 
907-720.02--Thermoplastic Pavement Markings.  Delete the first paragraph of Subsection 
720.02 on page 730 and substitute the following. 
 
The thermoplastic material shall be lead free and conform to AASHTO Designation: M 249 
except the glass beads shall be moisture resistant coated. 
 
After the first sentence of the second paragraph of Subsection 720.02 on page 730, add the 
following. 
 
In addition, the certification for the thermoplastic material shall state that the material is lead 
free. 
 


